CO' l [l Ol tel Material Testing Report Colour Staining Results

COLOUR Champagne BEIge

MATERIAL Comfortel Powdered Coat Finish

5.0 Deep Natural, 20 Vol Developer (6%)
Brand: L'Oréal Professionnel Majirel Permanent Colour

HAIR DYE

RESULTS

5 MIN 15 MIN 60 MIN 4 HRS 24 HRS+

All surfaces were cleaned via our recommended cleaning procedure.

Each stage was wiped with a damp cloth using lukewarm water only.

Final Result: After 24 hours, all traces were cleaned using an antibacterial spray and wipe cleaner containing alcohol. The surface was then
immediately wiped with a clean cloth and fresh water to remove all residue. Each surface was then dried with a dry, clean cloth.

Removing difficult stains such as professional hair colour or bleach is recommended immediately.
Hair colour and bleach reacts to all surfaces the same as it does to hair. If hair colour is able to develop and penetrate the surface of the material,
it may be impossible to remove. Treat all stains promptly as per our cleaning instructions.

COLOUR TESTING DEVELOPMENT STAGES

This is a guide only. Results can vary depending on colour brand, colour level & developer.
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